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Availability of TS Information

Lithium battery TS can be made available in a variety of ways, for example, via the following type of product information 
sheet, or by making it available on a website.

Test Summary Examples

UN 38.3 Lithium Battery Test Summary

Cell, Battery or Product Model Number

Item Number:

Name:

Name:

Cell or Battery:

Unique Test Report ID Number:  

Physical Description (dimensions, appearance):  

Date of test report: 

Additional Comments (or indicate compliance with other standards, e.g., 
Underwriters Laboratory):  

Reference to assembled battery testing requirements, if applicable (i.e., 38.3.3 (f) 
and 38.3.3 (g)). 

Reference to the revised edition of the Manual of Tests and Criteria used and to 
amendments thereto, if any: 

Address:

Address:

Cell or Battery Type:

List of Tests Completed:

City:

City:

Watt-hour rating or Lithium Content:

Yes PassNo Fail

Test T.1: Altitude simulation

Test T.2: Thermal test

Test T.3: Vibration

Test T.6: Impact/Crush

Test T.4: Shock

Test T.7: Overcharge

Test T.5: External short circuit

Test T.8: Forced discharge

Signature with name and title of signatory as an indication of the validity of information provided: Date:

Telephone:

Telephone:

Completed Cell or Battery Weight:

E-mail:

E-mail:

Website:

Website:

State:

State:

Country:ZIP:

Country:ZIP:

Item Name:

Cell, battery, or product manufacturer’s contact information

Test Laboratory

Cell or Battery Description


	Item Number: 18650-2000mAh
	Item Name: Li-ion Cell
	Cell or Battery Type: Li-ion Cell
	Watthour rating or Lithium Content: 7.4Wh
	Completed Cell or Battery Weight: 44g
	Unique Test Report ID Number: AGC09027190801UA01
	Date of test report: 2019-09-06
	PassTest T1 Altitude simulation: X
	FailTest T1 Altitude simulation: 
	PassTest T2 Thermal test: X
	FailTest T2 Thermal test: 
	Additional Comments or indicate compliance with other standards eg Underwriters LaboratoryRow1: 
	PassTest T3 Vibration: X
	FailTest T3 Vibration: 
	PassTest T4 Shock: X
	FailTest T4 Shock: 
	PassTest T5 External short circuit: X
	FailTest T5 External short circuit: 
	Reference to assembled battery testing requirements if applicable ie 3833 f and 3833 gRow1: 
	PassTest T6 ImpactCrush: X
	FailTest T6 ImpactCrush: 
	PassTest T7 Overcharge: 
	FailTest T7 Overcharge: 
	PassTest T8 Forced discharge: X
	FailTest T8 Forced discharge: 
	Reference to the revised edition of the Manual of Tests and Criteria used and to amendments thereto if anyRow1: 
		2020-06-04T07:26:56+0800
	Stoney Xu


	Date: 2020-06-04
	Test Lab_Name: Attestation of Global Compliance (Shenzhen) Co., Ltd.
	Test Lab_Address: 2/F.,Building 2,Sanwei Chaxi Industrial Park, Sanwei Community, Hangcheng Street,Bao'an District
	Manufacturer Name: JIANG XI GL ENERGY CO.. LTD.
	Manufacturer Address: Address:N0.20 CHUSHUI ROAD, YICHUN ECONOMIC-TECHNOLOGICAL DEVELOPMENT AREA
	Manufacturer City: YICHUN
	Manufacturer State: Jiangxi
	Manufacturer Zip: 336000
	Manufacturer Country: China
	Manufacturer Phone: +86-795-2176777
	Manufacturer Email: dy_bak@126.com
	Manufacturer Website: 
	Test Lab_City: Shenzhen
	Test Lab_State: Guangdong
	Test Lab_Zip: 518126
	Test Lab_Country: China
	Test Lab_Phone: +86-755-2523 4088
	Test Lab_Email: agc@agc-cert.com
	Test Lab_Website: WWW. aqc-cert.com
	Cell or Battery: 3.7V, 2000mAh
	Physical Description: Cell:Diam 18.3 X Length 65mm
	Test T: 
	1: Altitude Simulation_YES: X
	1: Altitude Simulation_NO: 
	2: Thermal Test_YES: X
	2: Thermal Test_N: 
	3 Vibration_YES: X
	3 Vibration_NO: 
	4: Shock_YES: X
	4: Shock_NO: 
	5: External Short Circuit_YES: X
	5 External Short Circuit_NO: 
	6: Impact/Crush_YES: X
	6: Impact/Crush: 
	7: Overcharge_YES: 
	7: Overcharge_NO: X
	8: Forced Discharge_YES: X
	8: Forced discharge_NO: 



